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Stacking test Report

B LR EETEM
Sample name: Li-ion Battery
BRE S

18650 1800mAh
Sample model:

REFRCBFEREALARAT
Dongguan De Yisheng New Energy

ZFEAL:

Applicant:
Technology Co., Ltd

EIN K A = 4 AR R PR E]
Shenzhen Tiansu Calibration and Testing Co., Ltd.

Address: No.2, Jinlong Avenue, Longgang District, Shenzhen, Guangdong, China
Web: www.tiansu.org E-mail: tsjc@tiansu.org Tel: 0755-89457984
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e RETRECEFEREMA AR E
EH L Name Dongfguan De Yisheng New Energy Technology Co., Ltd
Applicant Mt RETEFEARA LXE 15
No. 1 Shangxing Road, Tianwei Village, Changping Town,
Address :
Dongguan City
e RETECEFEREMA AR
EZts Name Dongguan De Yisheng New Energy Technology Co., Ltd
& —\L = A N =1
i B il FETE TR BRA LA | T
Manufacturer No. 1 Shangxing Road, Tianwei Village, Changping Town,
Address :
Dongguan City
E:3:8: 4 #k RET G @EMBARAF
il 1 B Name Dongguan Heyu Packing Material Co., LTD
Manufacturer e . o
containers Address No. 1, East Santunhou Road, Houjie Town, Dongguan City
4 K EIN KB 1 i A IR E
MR LI = Name Shenzhen Tiansu Calibration and Testing Co., Ltd.
ong i FRERI T REEREAL 2 7
aboratory No.2, Jinlong Avenue, Longgang District, Shenzhen, Guangdong,
Address China
o BREE (RTARRRyEmeZINH) AFEA UN/ST/SG/AC. 10/1/Rev. 23/6. 1. 5.6 % 3.
WA A7 Test standard: 23rd Revised Edition of the Recommendations on the Transport of Dangerous Goods,
Test Standard |\ 1| Regulations (ST/SG/AC. 10/1/Rev.23) Clause 6.1.5. 6.
M4 H A
Wi B 5 2025.07.13 to 2025.07.17
Test date

Test conclusion:

o 0 £ 1

B OARTECEFECEMALARA AR RGES TEL WERMPEDNARE (XTERRYZRNENS) AELAF
23 BATIR#AT RN, RBRLERFE (XTARRYZRENS) AELAF 23 BITRMALEK.

The Stacking test of the packages for Li-ion Battery submitted by Dongguan De Yisheng New Energy Technology Co., Ltd
is tested according to the 23rd Revised Edition of the Recommendations on the Transport of Dangerous Goods, Model
Regulations (ST/SG/AC.10/1/Rev.23).

& % H# Date of issue: 2025.07.17

* /AR FAZIR AR ) #EIBRILE
Approved by

Tested by v Reviewed by -
TEm ) P HE £ WA
Engineer Project Supervisor Technical

Address: No.2, Jinlong Avenue, Longgang District, Shenzhen, Guangdong, China
Web: www.tiansu.org E-mail: tsjc@tiansu.org Tel: 0755-89457984
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Outer packing Inside packing )
) Corrugated case . Plastic
materials materials
Lk AABE
- T RE By Iﬁikﬁz | 200 PCS
BEREER Closures Maximum capacity
Information MR .
) BEHGEEE
about the Packaging L*W*T(425mm*230mm*165mm) . ] 9.53kg
. . Packaging weight
package dimensions
- BRERFEMEE
il 1& 77 % .
Net quantity of
method of / ] 8.82kg
batteries per
manufacture
package
P B B i 4 A AHTEM A
. 18650 1800mAh
2 R Sample name Li-ion Battery Sample model
Information FrRAR HEkE
, 3.7V _ 6.66Wh
about the | Nominal voltage Ratings energy
battery R ) £
inside Dimension ®19.68*65.53(mm) Weight 44.100g
—. ¥EEWR Stacking test
No. Test item Test method Result Remark
F5 REFHEH REBKE #HR B3
BAE (XTRRRIZHHENSE) AZHEA
UN/ST/SG/AC. 10/1/Rev. 23/6. 1. 5. 6 5 .
] e AL 3, Test standard: 23rd Revised Edition of the Pass -
Stacking test | Recommendations on the Transport of Dangerous S
Goods, Model Regulations
(ST/SG/AC. 10/1/Rev. 23) Clause 6.1.5.6.

Address: No.2, Jinlong Avenue, Longgang District, Shenzhen, Guangdong, China

Web: www.tiansu.org E-mail: tsjc@tiansu.org
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Tel: 0755-89457984
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=. WREX#HER Testing requirements description:

ERRERNINARE RN —AE, WAEY TR TREEET LEWEFREARHNEEE,
RN A R R BAEESEESRERETE, WA NEEETE. BF ARG E NI RN EG
B ERLZ 3 K. IIRET[E 24 /NBY, (ERUCKEVERRE, 51 E 6@ % 6HH1T A1 6HH2, R KT 40°C
HRE T 4% 28 KHERGIRE .

The test sample shall be subjected to a force applied to the top surface of the test sample equivalent
to the total weight of identical packages which might be stacked on it during transport; Where the
contents of the test sample are liquids with relative density different from that of the liquid to be
transported, the force shall be calculated in relation to the latter. The minimum height of the stack
including the test sample shall be 3 meters. The duration of the test shall be 24 hours except that
plastics drums, jerricans, and composite packagings 6HHI and 6HH2 intended for liquids shall be
subjected to the stacking test for a period of 28 days at a temperature of not less than 40°C.

RRFEH A FMFE. TERAGCETE, TRAFXNYFIANCEFAGEFRE, ARFR
THREHTRAEHEAFAFANZHEIHRL, ZF TR EREREREXCEKGEDIRENEL . £t
Tz, EREaERZAHENRiRE.

No test sample may leak. In composite packagings or combination packagings, there shall be
no leakage of the filling substance from the inner receptacle or inner packaging. No test sample may
show any deterioration which could adversely affect transport safety or any distortion liable to reduce
its strength or cause instability in stacks of packages. Plastics packagings shall be cooled to ambient
temperature before the assessment.

Address: No.2, Jinlong Avenue, Longgang District, Shenzhen, Guangdong, China
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AR T AR U AL BT E TR

The test report is invalid without the official stamp of Tiansu.

e il P w7 e o= b /N e T e - B = = -
This report shall not be copied partly without the written approval of Shenzhen Tiansu
Calibration and Testing Co. , Ltd.

ARETHEAN. FRARBMAZE S THK.

This report is invalid without the signature of the approver, reviewer, and tester.

Eik, A4 BH. A, ®RKR. IUEMTEAYAERNRE S TR

The report is invalid when anything of following happens - illegal transfer, reproduce,

embezzlement, imposture, modification or tampering in any media form.

5.

Address: No.2, Jinlong Avenue, Longgang District, Shenzhen, Guangdong, China
Web: www.tiansu.org E-mail: tsjc@tiansu.org Tel: 0755-89457984

ARERGERHEEH K.

The test report is valid for the tested samples only.

FafERMEFEAEEEARME, KL ETALILLMERR,
Product information and customer information provided by the applicant, we are not
responsible for its authenticity.

HEH R IER WA R O RARE R X B RAEAT R, 6 F AT @ 7 i A B
H K

The packaging prepared as for transport was tested in accordance with the appropriate
requirements of this Chapter and that the use of other packaging methods or
components may render it invalid.

Mg EER RN, ETREBREZHRT RN EARNEELY.

Objections to the test report must be submitted to Tiansu within 15 days.

—— End of report —




		2025-07-17T14:47:10+0800


		2025-07-17T14:47:11+0800


		2025-07-17T14:47:11+0800


		2025-07-17T14:47:11+0800


		2025-07-17T14:47:11+0800


		2025-07-17T14:47:11+0800


		2025-07-17T14:47:11+0800


		2025-07-17T14:47:11+0800




